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Table S1. The Compositions of synthesized MIPs and NIPs using precipitation polymerization. 

Polymers Template (T) Functional Monomer (FM) Crosslinker (Cl) Ratio T:FM:Cl(mol) 

MIP1 SLX HEMA EGDMA 1:6:20 

NIP1 - HEMA EGDMA 1:6:20 

MIP2 SLX HEMA EGDMA 1:4:20 

NIP2 - HEMA EGDMA 1:4:20 

MIP3 SLX HEMA TRIM 1:6:20 

NIP3 - HEMA TRIM 1:6:20 

MIP4 SLX HEMA TRIM 1:4:20 

NIP4 - HEMA TRIM 1:4:20 

 


