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Figure S1 shows representative SEM images of the PVDF microparticles electrosprayed 

on a PVDF film at low or at high density (Figure S1a and S1b) and the corresponding 

size distribution (Figure S1c). 

 

 

Figure S1 - Morphology of PVDF microspheres electrosprayed on PVDF films at a) 

low density and b) high density. The scale bar is 10 µm for both samples. c) 

Microspheres size distribution obtained for the described electrospray conditions. 

 


