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Figure S1. Expression of anti‐inflammatory cytokines. IL1RA, IL4, Il6, IL10, IL11, IL13, TGF‐β 

were immune blotted. Only IL‐6 was detected in MG63 and MG63 in bdECM group and bdECM 

showed no IL6. 
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Figure S2. Mechanical properties of PCL and bdECM. (A) Young`s modulus test of PCL scaffold. (B) Storage modulus 

versus frequency graph of bdECM. (C) Stress‐strain curve of PCL. (D) Flow by gravity showed viscosity of bdECM. 

Table S1. Antibodies used for western blotting and immunohistochemistry. 

Target protein Host Manufacturer Domicilli 
β-catenin Rabbit 

Cell Signaling Danvers, MA, USA 

p-β-catenin Rabbit 
Smad Rabbit 

p-Smad1/5 Rabbit 
Caspase-3 Rabbit 

IL-6 Rabbit 
β-actin 

mouse 
Sigma-Aldrich St.Louis, MO, USA 

Osteocalcin 
Abcam Cambridge, UK 

MRP-14 
 


