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Figure S1. The preparation of aramid nanofiber (ANF) and molecular structure of ANF. 

 

 

Figure S2. Delignification process of natural wood by NaClO2 and NaOH treatment. 
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Figure S3. SEM images of NW. 

 

 

Figure S4. SEM transverse images of CSAD. 
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Figure S5. SEM longitudinal images of CSAD. 

 

 

Figure S6. SEM transverse images of CCSAD-ANF (a, b) and SEM longitudinal images of CCSAD-ANF (c, d). 
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Figure S7. Magnified FTIR spectra for CS and CCSAD-ANF  


