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Figure S1: The surface pressure–area isotherms of mixed monolayers of LM and ADON or 
SDON measured at 36.6◦C. 

 
 
Figure S2: The surface pressure–area isotherms of monolayers of LM and ectoine in presence 
of ADON or SDON measured at 36.6◦C. 
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Figure S3: The surface pressure–area isotherms of monolayers of LM and budesonide drug in 
presence of ADON or SDON measured at 36.6◦C. 

 
Figure S4: The time-dependent decrease in surface tension curve of MPS at constant interfacial 
area    (at 36.6◦C). 
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