
 

Figure S1: Villanueva-stained histological images of the zone obtained from the rat cranial bone 

defect filled with one commercial alloplast (Bio-Oss) at 8 weeks after surgery at low magnification 

(a) and  high magnification (b) with CL- fluorescent labeling (c); micro-CT sagittal section image 

(d). 


