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Figure S1. (a-b) SEM images and (c) elemental mappings of SDB-6-KOH.
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Figure S2. HRTEM images for (a) SDB-6-KOH, (b) SDB-6-K2COs, (c) SDB-6-KHCO:s.
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Figure S3. Influence of different adsorbent on DON removal efficiency. Conditions: T =308 K; Co=60 pg mL~!, m=1.0
mgmL7, V=5mL
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Figure S4. The plot of In Kc against 1/T for the adsorption of DON onto SDB-6-KOH. Conditions: T =298, 308, 318 K; Co=
60 pg mL™.
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