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Figure S1. AFM topography of P3HT:PCBM films on (a) PEDOT:PSS and (b) MoO3. Root-mean-square (RMS) 

roughness of P3HT:PCBM film on PEDOT:PSS and MoO3 were 1.92 nm and 1.58 nm, respectively.  
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