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Figure S1. Micrographs of the GFRER+6%graphene surface. 



Figure S2. The surface temperature distributions during stationary combustion, obtained using an 

IR camera, for samples at 35%, 40% and 45% O2 concentrations. 
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Figure S3. Flame photos of GFRER composites in the VBB test. 


