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Figure S1. High resolution XPS spectra for C, O and Hf as measured on the surface of HfO2 memristors grown in different 

electrolytes. 
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Figure S2. Atypical formation curves with very high current compliances for Hf oxide memristors grown in PB. 

 

Figure S3. Multilevel switching of Hf anodic memristors grown  in CB:  (a)  I‐U and  (b) R‐U characteristics  for various 

current compliances. 
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Figure S4. Empirically determined confidence bands for the variability of HRS and LRS values depending on electrolyte. 

 

Figure S5. Superimposed high resolution XPS valence band spectra for various anodic memristors with highlighted re‐

gion immediately above Fermi level. 
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Figure S6. Empirically determined confidence bands for the variability of HRS and LRS values at different temperatures 

depending on electrolyte. 

 

Figure S7. Bode  representations of  impedance  spectroscopy data performed on  anodic memristors grown  in various 

electrolytes. The impedance (a) and phase shift (b) are presented for different switching states. 


