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S1. Details of the Sample Preparation and Characterization 
During the preparation of samples of the first type, the weighed portions of anatase 

nanopowder (approximately 190 mg) were placed in open cylindrical containers, leveled 
in thickness, and slightly pressed. The containers were metal rings with an inner diameter 
of 20 mm and the height of 1 mm, fixed on glass substrates. The use of glass substrates as 
the bottom walls of containers made it possible to characterize the samples by measuring 
their diffuse transmission (see below). After filling the containers, leveling the thickness 
and compacting the powder layers, they were carefully soaked with dye solutions. The 
required volumes of solutions were roughly estimated based on the value of the filled 
volume of the container and expected volume fraction of anatase particles in the samples. 
The thickness of the prepared samples was measured using the OCT system (OSC1300SS, 
the product of Thorlabs Co., Newton, NJ, USA) and was ≈ 1.08 mm; thickness variations 
over the sample surface did not exceed 5%. Accordingly, the volume fraction of anatase 
nanoparticles in the layers was estimated as ρ ≈  0.22 ± 0.02. 

In preparation of the second group of samples, various portions of anatase nanopow-
der (from 20 mg to 800 mg) were added to dye solutions (4 ml) and thoroughly mixed. 
The samples were put in 5 mm-thick glass cuvettes. To minimize the aggregation of na-
noparticles, they were sonified in an ultrasonic bath for 20 minutes before measurements.   

Among other factors, the average dwell times (and, accordingly, the average propa-
gation paths) of pump and fluorescence photons in the examined systems play a key role 
in nonlinear conversion of pump radiation into fluorescence response of the systems. In 
addition to geometric factors (sample thickness, size of irradiated area, etc.), the average 
propagation paths are determined by optical transport parameters of the irradiated me-
dium. Therefore, before spectral measurements, the samples were characterized by the 
values of optical transport parameters for the laser pump wavelength (532 nm) and aver-
age wavelengths in the dye fluorescence bands using the measured data relating the cor-
responding collimated and diffuse transmission coefficients.  

In terms of the radiative transfer theory, light transport in random media is con-
trolled by the following set of optical parameters: the absorption coefficient aμ , the scat-
tering coefficient sμ , and the reduced scattering coefficient s′μ  [S.1]. The scattering and 
reduced scattering coefficients are related to each other as ( )1s sg′μ = − μ , where g  is the 
scattering anisotropy parameter. In our case, for subsequent analysis, it is more conven-
ient to use the characteristic scales of radiation propagation, which are reciprocals of aμ , 

sμ , and s′μ : the absorption length 1
a al −= μ , the mean scattering free path (MSFP) 1

sl −= μ , 

and the mean transport free path (MTFP) ( ) ( )1* 1sl l g−′= μ = −  (see, e.g., [S.2]). It should 
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be noted that the studied anatase-based scattering matrices are characterized by the neg-
ligible absorption ( al → ∞ ) at the wavelengths of laser pumping (532 nm) and fluores-
cence outputs of the doping fluorophores (between 550 nm and 800 nm). In addition, these 
nanostructured matrices are actually random ensembles of Rayleigh scatterers with close-
to-isotropic scattering ( 0 1g< << ). Accordingly, in such systems, multiple light scattering 
in the absence of the dye component can be fairly considered in terms of only the MTFP 
value in combination with an effective refractive index of the medium efn . This approach 
was previously justified in [S.3]. 

 From this point of view, the measured diffuse transmission coefficients ( )dT λ  for 
the samples of the first group were used to recover the corresponding MTFP values ( )*l λ

. The recovery procedure was based on a well-known relationship between dT  and *l  
for a layer of a multiply scattering medium (see. e.g., [S.4, S.5]): 

( ) ( ) ( )
( ) ( ) ( )

*
1

*
1 2

1
d

K l
T

L K K l
+ λ λ  λ =

+ λ + λ λ  
                       (S1) 

where ( ) ( ) ( ) ( )1 1 2 2,eff effK K n K K n   λ = λ λ = λ     are dimensionless coefficients deter-
mined by the values of an integral reflectivity of the layer boundaries [S.6]. The applied 
procedure of ( )*l λ  recovery from the measured values of ( )dT λ  (including evaluation 
of ( )effn λ  using a coherent potential approximation of an effective medium theory [S.7, 

S.8] and, on this basis, estimation of ( ) ( )1 2,eff effK n K n   λ λ    ) is similar to that described 
in [S.9]. 

The diffuse transmittance coefficients were measured for the dye-free samples of the 
first group using a specially designed setup. This setup consisted of a broadband light 
source (the DH-2000BAL product of the Ocean Optics Co., Dunedin, FL, USA), an inte-
grating sphere 2P4 from the the ThorLabs Co. (Newton, NJ, USA), and a spectrometer 
(QE65000 from the Ocean Optics Co.). The spectrometer was connected with the integrat-
ing sphere via a fiber-optic patch-cord (P200-2-UV-VIS type from the Ocean Optics Co. 
Dunedin, FL, USA). The measured layers of anatase nanoparticles in the containers totally 
overlapped the input port of the integrating sphere; the layers were impregnated by 
amounts of solvent (ethanol) without the dye equal to the amounts of dye solutions used 
for further spectral measurements.  

The satellite samples of the second group (dye-free suspensions of anatase nanopar-
ticles in the solvents) were characterized using the measurements of the collimated trans-
mittance in 5-mm-thick cuvettes at the pump and fluorescence wavelengths. In the case 
of close-to-isotropic scattering, attenuation of the transmitted collimated beam can be de-
scribed in terms of the generalized Bouguer’s law: 

( ) ( )*exp c
c

LT
l

 
λ ≈ − λ  

                       (S2) 

where ( )cT λ  is the collimated transmittance coefficient and cL  is the cuvette thickness. 
The measurements of ( )cT λ  were carried out using the above mentioned broadband 
light source DH-2000BAL in combination with a cuvette holder (the CUV-UV product 
from the Ocean Optics Co.) with incorporated collimators (the 74UV products from the 
Ocean Optics Co. Dunedin, FL, USA) and the QE65000 spectrometer. All the units were 
connected with each other using fiber-optic patch-cords of P200-2-UV-VIS type. After 
careful calibration made to take into account Fresnel reflections at the interfaces, the col-
limated transmittance of the suspensions was measured for the pump wavelength and 
average fluorescence wavelength as the function of the volume fraction of anatase nano-
particles in the suspensions. Based on the obtained data on ( )cT λ  at the volume fractions 
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of anatase nanoparticles (in the range from ≈ 0.0013 to ≈ 0.049), the ratios between the 
volume fractions of nanoparticles and the MTFP values of the prepared suspensions were 
established. The obtained results for the prepared scattering matrices are summarized in 
Table 1; values 1λ  and 2λ  correspond to the average wavelengths of emission for the 
fluorescent components used in the experiments (see below). These average wavelengths 

were calculated as ( ) ( )1,2 1,2 1,2
0 0

sp spS d S d
∞ ∞

λ = λ λ λ λ λ  , where ( )1,2spS λ  are the corre-

sponding emission spectra of R6G and DCM at low pump intensities.  
Assuming the spheroidal shape of the scattering sites in the prepared suspensions, 

the following relationship between the scattering efficiency factor scaQ [S.1, S.10], the av-
erage size of the scattering site sd , the volume fraction of the sites ρ , their scattering 
cross-section sσ , and the MSFP and MTFP values of the suspension can be established 
within the weak scattering limit [S.11]: 

( )
12

1*
3

26
4 3

sca s s
s p

scas

Q d d
l l n

Qd

−
−  π ρ ≈ = σ = ⋅ =  ρπ  

,                  (S3) 

where pn  is particle concentrations in the suspensions. The estimates of the ratios 

( )
p

s scad Q
λ

, ( )
1

s scad Q
λ

, and ( )
2

s scad Q
λ

 for the prepared suspensions in the range 

of ρ  from 0.0013 to 0.049 gave the values ≈ 4.8 µm, ≈ 7.6 µm, and ≈ 12.5 µm, respectively. 
Being compared to the theoretical dependence of scad Q  on d  for the anatase spherical 
particles, which was obtained using the online scattering Mie calculator [S.12], we arrived 
to the following estimate for sd  in the prepared suspensions: sd ≈  (45 ± 5) nm. 
Thus, it can be concluded that the role of particle aggregation in the sonicated suspensions 
is relatively small ( sd  exceeds the average particle size specified for the raw product # 
637254 by no more than two times) and the assumption relating the close-to-isotropic scat-
tering mode of the pumping and fluorescence radiation in the prepared suspensions is 
valid. In estimating the MTFP values for the volume fractions up to 0.049, we used the 
inverse linear relationship * ~ 1l ρ ; this assumption corresponds to the case of a weak 
scattering limit, when interactions of the local scattered light fields from the neighboring 
scatterers are negligible. The results of numerous studies of this issue (see, e.g., [S.11]) 
allow us to conclude that cooperative effects in multiple scattering become significant 
(and, accordingly, the inverse linear dependence * ~ 1l ρ  fails) at the volume fractions 
substantially exceeding the maximal value of 0.049 used in our experiments. The refrac-
tive indices for the samples # 2 were taken equal to those of the solvent (ethanol) because 
of small ρ  values of anatase nanoparticles.              

  

S2. Derivation of the Relationship for the Spectral Density of the Fluorescence Re-
sponse in the Framework of a Probabilistic Model 

Because of statistical independence of the stimulated emission events and random-
ness of the medium, conditional probability to detect this 1n + -fold photon packet at the 
wavelength of λ  can be expressed as 

( ) ( ) ( )1 ,n
n sp stp p p+ λ = λ λ                       (S4) 

where ( )1np + λ  is conditional probability of finding the 1n + -fold photon packet at the 
wavelength of λ  in the ensemble of outgoing fluorescence photons, ( )spp λ  and 

( )stp λ  are absolute probabilities of a spontaneous and stimulated emission of fluores-
cence photons at the corresponding wavelength.  
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The number of stimulated emission acts along the propagation trace with the length 
of s  can be approximately evaluated as stn s l≈ , where stl  is a characteristic scale of 
the stimulated emission in the medium. In turn, the value of stl  can be estimated as 

( ) 1

0st stl n f
−

λ
≈ σ  (here, f  is the averaged population of the exited state of fluoro-

phore molecules over an ensemble of local fluorescence emitters in the pumped medium). 
An absolute probability to find the 1n + -fold photon packet can be obtained using the 
following normalization condition 

( ) ( )

( )
1

1

1
0

.n
n

n

p
p

p d

+
+ ∞

+

λ
λ =

λ λ




                          (S5) 

In the stationary emission mode, the single-act emission probabilities ( )spp λ     
and ( )stp λ  can be connected with the spectral density ( ) ( , 0)sp pS S Iλ = λ →  of a spon-
taneous fluorescence via the following relationship: 

( )
( ) ( )( )

( ) ( )( )
( )

( )
( ) ( )

0 0

, .sp sp
sp sp st

sp sp

S hc S
p p Kp

S hc d S d
∞ ∞

λ λ λ λ
λ = = λ ≈ λ

λ λ λ λ λ λ 
         (S6) 

Here, we assume that the probability for a travelling photon packet with the wavelength 
of λ  to interact with an excited fluorophore molecule, which is ready to emit an addi-
tional photon in the stimulated emission act is proportionally related to the probability of 
a spontaneous emission at this wavelength (the proportionality coefficient is denoted as 
K ). Under this assumption, the expression for the absolute probability ( )1np + λ  is re-
duced to the following form (note that the proportionality coefficient K  is excluded from 
a further consideration during normalization procedure): 
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( ){ }
( ){ }

1

1

0
1 1

1

00 0

.

n

nsp sp
sp

n n
n

spsp sp

S S d
S

p
S dS S d d

+∞

+

+ + ∞∞ ∞ +

  λ λ λ λ λ  λ λ  λ = =
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

 
         (S7) 

The normalized contribution of the outgoing 1n + -fold photon packets at the wave-
length of λ  to the spectral density of the fluorescence output can be expressed as 

( ) ( )

( )
( )

( ){ }
( ){ }

1

1
1 1

1

1
0 0

1 1 .
n

spn
n n

n

n sp

SS
S p

S d S d

+

+
+ +∞ ∞

+

+

λ λλ    λ = = ⋅ λ = ⋅   λ λ    ′ ′ ′λ λ λ λ λ 
           (S8)  

In the framework of the considered approach, the spectrum of the total fluorescence 
output can be obtained using an incoherent summation of partial contributions associated 
with the photon packets at the given wavelengths, which undergo various numbers of 
successive interactions with excited fluorophore molecules. Accordingly, the normalized 
spectral density of the fluorescent response can be written as 

        ( ) ( ) ( ) ( )1
0 0

; 1.n s s
n n

S S p n p n
∞ ∞

+
= =

λ = λ =                         (S9) 

Here, ( )sp n  is the discrete probability for finding a 1n + -fold photon packet in the en-
semble of detected packets. Taking into account a continuous character of the pathlength 
distributions ( )sρ  of fluorescence photons randomly propagating in the pumped me-
dium, we modify Eq. S9 to the following form 
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( ) ( ) ( ) ( )
1

0 0

; 1,
st

s
l

S S s ds s ds
∞ ∞

+
λ = λ ρ ρ =                         (S10) 

where the subscript 1sts l +  takes non-integer values.  
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