
 
Figure S1. SEM of CSCM-SRB with same electrolytic time (900 s) and different current density: 0.25 

mA/cm2 (a); 1.25 mA/cm2 (b); 2.5 mA/cm2 (c); 3.75 mA/cm2 (d); 5 mA/cm2 (e) 



 
Figure S2. SEM of CSCM-SRB with same current density (3.75 mA/cm2) and different electrolytic 

time: 300 s (a); 600 s (b); 900 s (c); 1200 s (d); 1500 s (e) 


