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The idea of nanomaterials, nanoscience, and nanotechnologies was formulated by Richard Feynman
in 1959 in his famous lecture “There’s Plenty of Room at the Bottom”. He said that “The principles of
physics, as far as I can see, do not speak against the possibility of maneuvering things atom by atom”.

Since then, a nanomaterials “revolution” followed, confirming their superior properties, as e.g.,
toughness, strength, hardness, resistance to corrosion and wear, and various thermal, magnetic,
and optical features. In this context, the fabrication and characterization of thin films remains the main
cornerstone of nanotechnologies.

As a rule, films are deposited onto solid surfaces to obtain better properties. A thin film is basically
defined as a low-dimension material fabricated by assembling atomic/molecular/ionic species with
a final thickness in the nm range. Nano-thin films can be essentially synthesized from any kind of
material, which opens the way to vast application domains.

This Special Issue on “Synthesis and Modification of Nanostructured Thin Films” contains
contributions about thin film synthesis, modification, and characterization for potential applications in
leading domains. This collection of 18 research papers represents 136 authors from 12 countries, and is
devoted to advanced topics in both the synthesis (13) as well as the modification (5) of nanostructured
thin films. In particular, the thickness of films ranges from a few up to 250 nm.

The major compounds of key interest were studied, including AlGaN [1], Cu NWs [2], photonic crystal
fibers [3], LiNbO3 [4], Au nanoparticles [5], Al2O3/Tm2O3 [6], Ge-DLC [7], Mo/Ti [8], ZnTe:Cu [9],
Ge–Sb–Te [10], noble metal nanoparticles [11], collagen/Zn2+-substituted calcium phosphates [12], TiO2 [13],
Si-DLC [14], SHG in ZnO nanofilms [15], Cu2MgxZn1−xSnS4 [16], ethylene vinyl acetate (EVA) matrices [17],
and LIPSS [18].

In the opinion of this Editor, the main characteristic of this selection is the quite large range of
applications, which extends from nanobiomedicine to solar cells.

Finally, one should stress upon the original character of all contributions, which will serve as active
vectors in the years to come for the further dynamic development of new nanostructured thin film systems.
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Gîrţu, M.A.; Mihăilescu, I.N. Pulsed Laser Fabrication of TiO2 Buffer Layers for Dye Sensitized Solar Cells.
Nanomaterials 2019, 9, 746. [CrossRef] [PubMed]

14. Bociaga, D.; Sobczyk-Guzenda, A.; Komorowski, P.; Balcerzak, J.; Jastrzebski, K.; Przybyszewska, K.;
Kaczmarek, A. Surface Characteristics and Biological Evaluation of Si-DLC Coatings Fabricated Using
Magnetron Sputtering Method on Ti6Al7Nb Substrate. Nanomaterials 2019, 9, 812. [CrossRef] [PubMed]

15. Long, H.; Habeeb, A.A.; Kinyua, D.M.; Wang, K.; Wang, B.; Lu, P. Influences of Ga Doping on Crystal Structure
and Polarimetric Pattern of SHG in ZnO Nanofilms. Nanomaterials 2019, 9, 905. [CrossRef] [PubMed]

16. Sui, Y.; Zhang, Y.; Jiang, D.; He, W.; Wang, Z.; Wang, F.; Yao, B.; Lili, Y. Investigation of Optimum Mg Doping
Content and Annealing Parameters of Cu2MgxZn1−xSnS4 Thin Films for Solar Cells. Nanomaterials 2019, 9,
955. [CrossRef] [PubMed]

17. Mariotti, G.; Vannozzi, L. Fabrication, Characterization, and Properties of Poly (Ethylene-Co-Vinyl Acetate)
Composite Thin Films Doped with Piezoelectric Nanofillers. Nanomaterials 2019, 9, 1182. [CrossRef] [PubMed]

18. Alves-Lopes, I.; Almeida, A.; Oliveira, V.; Vilar, R. Influence of Femtosecond Laser Surface Nanotexturing on
the Friction Behavior of Silicon Sliding Against PTFE. Nanomaterials 2019, 9, 1237. [CrossRef] [PubMed]

© 2019 by the author. Licensee MDPI, Basel, Switzerland. This article is an open access
article distributed under the terms and conditions of the Creative Commons Attribution
(CC BY) license (http://creativecommons.org/licenses/by/4.0/).

http://dx.doi.org/10.3390/nano8100767
http://www.ncbi.nlm.nih.gov/pubmed/30274162
http://dx.doi.org/10.3390/nano8100845
http://www.ncbi.nlm.nih.gov/pubmed/30336574
http://dx.doi.org/10.3390/nano8110910
http://www.ncbi.nlm.nih.gov/pubmed/30404137
http://dx.doi.org/10.3390/nano9020291
http://www.ncbi.nlm.nih.gov/pubmed/30791417
http://dx.doi.org/10.3390/nano9030413
http://www.ncbi.nlm.nih.gov/pubmed/30862053
http://dx.doi.org/10.3390/nano9030451
http://www.ncbi.nlm.nih.gov/pubmed/30889797
http://dx.doi.org/10.3390/nano9040616
http://www.ncbi.nlm.nih.gov/pubmed/31014008
http://dx.doi.org/10.3390/nano9040626
http://www.ncbi.nlm.nih.gov/pubmed/30999645
http://dx.doi.org/10.3390/nano9050676
http://www.ncbi.nlm.nih.gov/pubmed/31052395
http://dx.doi.org/10.3390/nano9050677
http://www.ncbi.nlm.nih.gov/pubmed/31052433
http://dx.doi.org/10.3390/nano9050692
http://www.ncbi.nlm.nih.gov/pubmed/31058851
http://dx.doi.org/10.3390/nano9050746
http://www.ncbi.nlm.nih.gov/pubmed/31096586
http://dx.doi.org/10.3390/nano9060812
http://www.ncbi.nlm.nih.gov/pubmed/31146416
http://dx.doi.org/10.3390/nano9060905
http://www.ncbi.nlm.nih.gov/pubmed/31234399
http://dx.doi.org/10.3390/nano9070955
http://www.ncbi.nlm.nih.gov/pubmed/31262019
http://dx.doi.org/10.3390/nano9081182
http://www.ncbi.nlm.nih.gov/pubmed/31434204
http://dx.doi.org/10.3390/nano9091237
http://www.ncbi.nlm.nih.gov/pubmed/31480398
http://creativecommons.org/
http://creativecommons.org/licenses/by/4.0/.

	References

