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Figure S1. Buckling behavior of four-layer graphene. (a) Atomic force microscope (AFM) 

image, showing buckling behavior of four-layer graphene on PDMS film under 10% stretching. 

(b) Lateral line cut profiles of the buckling behavior in a, the location marked by red dotted line.
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