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Figure 1. Diffractogram and thermal curves of amorphous aluminum hydroxide obtained by the 

hydrolysis (S3 sample precursor). 
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Figure 2. The curves of distribution of VBJН with Dp of samples S2 (a) and S3 (b). 
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