
Clay A, analyses 1 and 2: 40% Cristobalite, 20% Montmorillonite, 
16% Calcite, 8% Illite, 5% Quartz

Clay B, analyses 1 and 2: 87% Kaolinite, 10% Quartz, 3% Illite
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Clay C, analyses 1 and 2: 32% Montmorillonite, 25.5% Quartz, 
20% Calcite, 16% Dolomite, 6.5% Kaolinite

Clay D, analyses 1 and 2: 55% Montmorillonite, 31% 
Anorthoclase, 8% Cristobalite, 6% Calcite
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Clay E, analyses 1 and 2: 91% Quartz, 3% Gypsum, 3% Kaolinite, 
2% Illite-Smectite

Clay F, analyses 1 and 2: 37% Kaolinite (halloysite), 23% 
Hematite, 17% Magnetite, 17% Illite, 6% Anorthoclase

0

500

1000

1500

2000

2500

-10 10 30 50 70

C
o

u
n

ts

2 Theta

0

500

1000

1500

2000

2500

3000

-10 10 30 50 70

C
o

u
n

ts

2 Theta

0

50

100

150

200

250

300

-10 10 30 50 70

C
o

u
n

ts

2 Theta

I
0

50

100

150

200

250

300

-10 10 30 50 70

C
o

u
n

ts

2 Theta


