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Figure S1. FTIR  spectra of  the prepared polyurethanes starting  from  (a) PEG400 and  (b) 

PEG600 
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Figure S2. 1H NMR spectra of the prepared polyurethanes starting from (a) PEG400 and (b) 

PEG600 
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Figure S3. Fluorescence spectra of PU polymerization in the presence of (a, λexc = 430 nm) 

DCVJ  and  (b,  λexc  =  500  nm)  TPETPAFN  fluorescent  probes  and  quantum  yield  (QY) 

variations as a function of the viscosity variation 

 

1.4 x10
6

1.2

1.0

0.8

0.6

0.4

0.2

E
m

is
si

on
 (

a.
u.

)

600580560540520500480460

wavelength (nm)

50 mPas 
(QY = 2.5%)

3000 mPas
 (QY = 55%)

24 x10
3

20

16

12

8

4

E
m

is
si

on
 (

a.
u.

)

800760720680640600560

wavelength (nm)

50 mPas
 (QY = 4%)

2000 mPas
 (QY = 40%)



Chemosensors 2021, 9, 3  4 of 4 
 

 

 

Figure S4. Photos taken under the excitation of a long‐range UV lamp at 366 nm of reaction 

samples  containing  the  respective  fluorescent probe at  t = 0  s, after 5000  s and after PU 

precipitation  in water at  the  end of  the  reaction.  In  all  cases,  the PU obtained by using 

PEG400 as diol was selected. 


