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Supplementary Material 
 
Table S2. Large Volume Micro-CT. Settings used for scanning of the dentition in situ in the dentoalveolar complex of the human skulls from the St Mary’s 
Cemetery individuals, using the Nikon XT H 225 ST Micro-CT system. In choosing the scanning settings, the transmitted signal intensity and source power 
settings were considered according to guidelines (Wearne et al 2022, du Plessis et al. 2017). 
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Skull SMB 73 60 190 220 41 360º 1.42 Sn 0.1 3000 1 hr 10 mins 
 SMB 52B 60 190 220 41 360º 1.42 Sn 0.1 3000 1 hr 10 mins 

Cranium only SMB 82 40 190 210 40 360º 1.42 Sn 0.1 3000 1 hr 10 mins 

 SMB 66B 50 190 220 41 360º 1.42 Sn 0.1 3000 1 hr 10 mins 

 SMB 58 35 190 184 35 360º 1.42 Sn 0.1 3000 1 hr 10 mins 

 SMB 4A 55 190 220 41 360º 1.42 Sn 0.1 3000 1 hr 10 mins 
Mandible only SMB 82 18 190 68 12.9 360º 2 Al 0.5 3000 1 hr 40 mins 
 SMB 73 13 190 68 12.9 360º 2 Al 0.5 3000 1 hr 40 mins 

 SMB 66B 13 190 68 12.9 360º 2 Al 0.5 3000 1 hr 40 mins 

 SMB 58 21 190 95 18 360º 2 Al 0.5 3000 1 hr 40 mins 

 SMB 52B 22 190 68 12.9 360º 2 Al 0.5 3000 1 hr 40 mins 

 SMB 4A 20 190 68 12.9 360º 2 Al 0.5 3000 1 hr 40 mins 
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