
 

Figure S1. Map of Mexico showing the current location
sculptures reported in literatur

 

 

 

 

 

 

 

 

 

showing the current location and the technical type of structure
sculptures reported in literature or registered by the authors. 

and the technical type of structure of maize stem 



 

 

 

 

 

 

 

 

 

 

Figure S2. Sampling scheme. 



 

 

 

Figure S3. Chemical maps obtained with SEM

 

 

 

 

 

 

 

 

 

 

 

Chemical maps obtained with SEM-EDX of samples SSE-1, SSE-2, and SSE2, and SSE-5. 


